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 چکیده: 

 مواد آسان كاربري .استقرار گرفته محققين  توجهمورد  كشورها از بسياري در ها سازه ترميم تقويت و براي پليمري تركيبات از استفاده

 فولادي و بتني هاي سازه تقويت در مواد اينتا  شده باعث خوردگي ضد خاصيت و بالا مقاومت سبك، وزن داشتن علت به FRP مركب

كامپوزيت  تير نمونه عددي چند مدل  ANSYSافزار نرم از گيري بهره اب مقاله اين در .باشند فولادي هاي ورقجاي به مناسبي  جايگزين
صورت گرفت كه نتايج حاكي از  آزمايشگاهي داده هاي و عددي تحليل نتايج بين اي مقايسه و سازي شبيه CFRP مواد با شده تقويت

ب ديده و ترميم شده با مواد مركب مورد بررسي قرار گرفت كه دريافتيم مهمترين تأثير مواد تيري آسي سپس .هماهنگي خوب بين آنها بود
مركب بر اين تير كاهش قابل ملاحظه مقدار تنش و در نتيجه افزايش عمر خستگي سازه مي باشد و همچنين ظرفيت تحمل بار نيز بهبود قابل 

 توجهي داشته است.
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Numerical Analysis of steel-concrete composite beams using Carbon Fiber Composites 

Abstract:  
Using polymer compositions with the purpose of repairing and strengthening the structures has attracted a 
lot of experts in many countries. Simple usage of FRP composite materials due to their light weight, high 
strength and anti-corrosion property, has made this kind of materials a suitable replacement for steel 
plates in concrete and steel structures. In the present research we have tried to simulate the numerical 
model of different steel-concrete composite beams strengthened by FRP materials, by means of ANSYS 
software and to make a comparison between the results obtained by numerical analysis and experimental 
data. The results show a good agreement between them. Then repair of a deteriorated beam by using these 
materials is analyzed. We found that the most significant effect of composite materials on above beam is 
the decrease of stress and thereby the increase of fatigue life also load carrying capacity has improved 
significantly. 


