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Since the 12th International Congress on the Chemistry of Cement (Montreal, 2007) there has been an
intensive research activity devoted to describe the cementitious materials by computational means. This
review aims to summarize the collective effort performed on this topic during the last 4 years, and highlights
the most relevant results.
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