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Background and Aim: The use of proper temporary restorative materials between appointments is critical in 
successful root canal treatment. The purpose of this study was to compare the coronal microleakage of four 
temporary restorative materials including Zonalin, Zamherir, Coltosol and IRM. 
Materials and Methods: In this in vitro study, standard access cavities were prepared in 120 intact extracted 
maxillary and mandibular human first molars. Canal preparation was carried out by the step-back technique, 
and obturation was performed with gutta-percha and AH26 sealer using the lateral condensation technique. 
Teeth were randomly divided into 4 experimental groups of 25 teeth each and two positive and negative 
control groups, each containing 10 teeth. In each experimental group the access cavity was restored with one 
of the tested materials (Zamherir, Zonalin, IRM and Coltosol). In the negative control group the access cavity 
was filled entirely with sticky wax and in the positive control group no restorative material was applied. Dye 
penetration technique was used to evaluate microleakage which was measured under a stereomicroscope. Data 
were analyzed with one way ANOVA and post hoc Tukey tests. P<0.05 was considered as the limit of 
significance. 
Results: Dye penetration was observed in all groups. Zonalin and Coltosol had the highest and the lowest dye 
penetration respectively, with a statistically significant difference (p<0.001). There was no significant 
difference in dye penetration between IRM, and either Coltosol or Zamherir (p>0.05). 
Conclusion: The results of this study showed that using Coltosol as a temporary restorative material can 
provide a better coronal seal in endodontic treatments 
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  چكيده
هدف . كند تعيين مي ي اندودنتيك راها درماني است كه موفقيت يا شكست ي استفاده از مواد ترميم موقت بين جلسات درماني يكي از فاكتورها:زمينه و هدف

  . بودIRM و ت كرونالي چهار نوع ماده ترميم موقت زونالين، زمهرير، كلتوزولاز اين مطالعه مقايسه ريزنش
بدون پوسيدگي كه به دليل مشكلات پريودنتال كشيده شده بودند،  پايينآسياي اول فك بالا و  دندان 120در اين مطالعه آزمايشگاهي، تعداد  :روش بررسي
   با گوتاپركا و سيلرها كانال .جام گرفت انstep-backبا روش  مطالعه ي موردها دندانكانال  سازي  آماده و حفره دسترسي استاندارد تهيه شد.بكار گرفته شدند

AH26  در.  تقسيم شدندتايي 10 و دو گروه كنترل مثبت ومنفي  تايي25 به طور تصادفي به چهار گروه آزمايشي ها دندانسپس . با تكنيك تراكم جانبي پر شدند 
اي پر نشد و در   در گروه كنترل مثبت حفره دسترسي با هيچ ماده. پر شدIRMحفره دسترسي با يكي از مواد مورد مطالعه زمهرير، زونالين، كلتوزول و  گروه هر

 خطي نفوذ رنگ به كمك گيري اندازه .از روش نفوذ رنگ براي ارزيابي ميزان ريزنشت استفاده شد. گروه كنترل منفي حفره دسترسي با موم چسب پر شد
 مورد بررسي و تجزيه و تحليل آماري Tukeyن تحليل واريانس يك طرفه و آزمون تعقيبي هاي بدست آمده بوسيله آزمو  داده.استريوميكروسكوپ صورت گرفت

  .داري درنظر گرفته شد  معني  به عنوان سطح>05/0p .قرار گرفت
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