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  چكيده
 از ياريبس در تين فعالي ا، اما گذاردي ميبر جاست يزط يبر مح يم متعددير مستقيم و غيمستق طلا اثرات يمعدنكاراگرچه 
وه و ي خطرناك مانند جييايمي از مواد شير قابل ملاحظه امقدا. استش يافزا رو به ي جهان، به طور قابل ملاحظه ايكشورها

ا از يدن و يق استنشاق، بلعي است كه از طريد سميانيس.ردي گي كانسنگ معدن طلا مورد استفاده قرار مي فرآوردرم يد سديانيس
طلا كننده ن عامل حل د به عنوايانيكارخانجات طلا از س.  باشدي اغلب موجودات زنده مهلك مي شود برايق پوست جذب ميطر

  باشد، كه در ساليران مي اي طلاي موته واقع در استان اصفهان، تنها كارخانه فرآوريكارخانه استحصال طلا.  كنندياستفاده م
ان يبا پا.  شدي طراحييده به روش كربن درآبشوي استحصال طلا از كانسنگ اكسي بران كارخانهيا.  شده استيانداز راه 1372

 ي و فرآوري شناختيدگاه كاني از ديدي، ضرورت مطالعه كانسنگ سولفيدير سولفيلزوم استفاده از ذخا،يدياكسه ريافتن ذخي
ي انورين روش سيبنابرا. حضور داردت يري پيانبار در كاني طلا به صورت م نشان داد كهي شناختي مطالعات كان.مطرح شده است

د يم و جدي خاك اطراف سد باطله قديزان آلودگي مين مطالعه بررسي هدف از ا. طلا، مورد استفاده قرار گرفتي فرآوري براكردن
 خاك برداشت شده از اطراف سد يد در نمونه هاياني غلظت س دهد كهيج نشان مينتا.  باشدي موته ميكارخانه استحصال طلا

   . باشديم، بالاتر مي خاك برداشت شده از اطراف سد باطله قديد در نمونه هايانيد نسبت به غلظت سيباطله جد
 
 
 

Study of cyanide concentration level in the vicinity of the moueh plant tailingdams 
 
 
 

Abstract 
Although gold mining and processing are associated with major environmental impact, it is attracting 
increasing attention in many countries. Large quantities of hazardous chemicals such as mercury or 
sodium cyanide are consumed in recovering gold from its ores. cyanide can be inhaled, ingested or 
absorbed through the skin and is very lethal to most living organisms. Gold processing plants utilise 
cyanide as the leaching reagent to extract gold from ores.Mouteh plant, located in Isfahan province, is the 
sole gold processing unit in Iran, commissioned in 1993. The plant has been designed to produce gold 
from the oxidised ore by Carbon inleach (CIL) method. But the oxidised ore is being exhausted and the 
sulphidic ore should be mined and put into use. Mineralogical investigations show that gold occurs as 
minute blebs in pyrite. Therefore, low recovery should be expected for gold extraction by cyanidation. 
The purpose of this article are to study the long-term impact on soils by accidental discharge of cyanide 
from the newly built tailing dam and the old tailing dam. The results of cynide analysis in soil samples 
indicate that cynide concentration in the soils near the newly built tailing dam is much higher than those 
in the vicinity of the old tailing dam. 
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